AGENDA

NRC RES-MRP Alloy 600 Meeting
Washington, D.C.
May 22"

08:30 —09:00 | Overview of RPV Head Penetration Mathews
Tasks and Schedule
Alloy 600 Crack Growth Rate Summary Mathews
RPV Head Risk Assessment
09:00 — 09:30 A. Probability of Leakage White
09:30 —10:00 B. Critical Flaw Size White
Break for 15 minutes
10:15-11:00 C. Residual Stress Analysis Hunt
11:00 — 12:00 D. PFM Model Riccardella
LUNCH - 1 hour break
13:00 — 15:00 | Inspection Plan RPV Head Penetrations Lashley
Break for 15 minutes
15:15—-17:00 | Technical Assessment of RPV Head Degradation White
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